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 ده یچك
 

های فعال زیستی برای استفاده عملی از شده مولکولای مفید درآزادسازی کنترلپذیر وسیلهتخریبذرات زیستریز هدف:
 دستگاه در دارورسانی، مهندسی بافت و کاربردهای بیودارویی است.

ما دگزامتازون بارگذاری شده در میکروذره اسید هیالورونیک جایگزین تیرامین را با پیوند عرضی با واسطه  ها:روشمواد و 
( با پیوند عرضی با پروآنتوسیانیدین Gelaچنین ژلاتین )( با استفاده از دستگاه میکروفلوئیدیک و همHRPپراکسیداز ترب کوهی )

(PAبه )بافت سیاتیک را ایجاد کردیم.  عنوان بستر هیدروژل سازنده در ترمیم 
باعث بهبود خواص فیزیکی هیدروژل  Dex HA-Tyr Mpو  Gelaزمان از هیدروژل مبتنی بر مشخص شد که استفاده هم ها:یافته

به  Dexشده یک سیستم رهایش پایدار برای تحویل چنین، کامپوزیت طراحیشود. هماز جمله مقاومت مکانیکی و پایداری می
دهد که کاربرد کامپوزیت هیدروژل ساخته شده را برای مهندسی و بازسازی بافت عصب سیاتیک ثابت ارائه می محیط اطراف

شده زنده بودند و توانایی رشد و مورفوژنز مناسبی را در طول زمان طولانی انکوباسیون در هیدروژل های کپسولهکند. سلولمی
Gela-Ca-PA/HA-Tyr Mp توجهی در تعداد شناسی افزایش قابلن دادند. تجزیه و تحلیل بافتنسبت به شرایط کنترل نشا

 Gela-Ca-PAو باک هیدروژل  Dexدیده پس از درمان با میکروذره اسید هیالورونیک حاوی ها در اعصاب سیاتیک آسیبآکسون
 در مقایسه با گروه کنترل منفی نشان داد.

یک  Gela-Ca-PAو توده  Dexپذیر کامپوزیت حاوی تخریبکه ریزذرات زیستطور خلاصه، نتایج نشان داد به گیری:نتیجه
 است. بزرگ آزمایشگاهیهای رویکرد مؤثر برای بهبود بازسازی عصبی در موش

 
 کیاتیبافت س یتازون، مهندسدگزام یآزادساز د،یاس کیالورونیه کروذرهیم :یدیکلی هاهواژ
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Dexamethasone release for hyaluronic acid microparticle 
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Introduction: Biodegradable microparticle is a useful vehicle in the controlled release of bioactive molecules for 

the practical use of the device in drug delivery, tissue engineering, and biopharmaceutical applications. 

Methods and Materials: We developed dexamethasone (Dex) loaded in tyramine substituted hyaluronic acid 

microparticle (Dex HA-Tyr Mp) by horseradish peroxidase (HRP) mediated crosslinking using the microfluidic device 

as well as gelatin (Gela) with crosslinked with proanthocyanidin (PA) as a constructive hydrogel bed in the repair of 

sciatic tissue. 

Results: It was found that simultaneous usage of crosslinked Gela-based hydrogel and Dex HA-Tyr Mp improved 

the physical properties of the hydrogel, including mechanical resistance and stability. Also, the designed composite 

provides a sustained release system for Dex delivery to the surrounding environment which proved the applicability 

of fabricated hydrogel composite for sciatic nerve tissue engineering and regeneration. The encapsulated cells were 

viable and showed suitable growth ability and morphogenesis during the extended time of incubation in Gela-Ca-

PA/HA-Tyr Mp hydrogel compared to control conditions. Histological analysis revealed a significant increase in the 

number of axons in injured sciatic nerves following treatment by Dex-loaded hyaluronic acid microparticle and Gela-

Ca-PA hydrogel buck compared to negative control groups. 

Conclusion: In summary, the results showed that composite biodegradable microparticles containing Dex and 

bulk Gela-Ca-PA are an effective approach for improving nerve regeneration in rats. 

 

Keywords: Hyaluronic acid microparticle, Proanthocianate, hydrogelation, Dexamatasone release, Sciatic tissue 

engineering 
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